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Through a special oven, the drying process of the hanks of mercerized cotton yarn is used to remove water due to the final washing during dyeing or bleaching of yarns.

It 'necessary to check the optimally temperature and humidity, to avoid an excessive drying of the fiber results in the closure of micro pores in the molecular structure of cellulose II. One involves the closure of micro pores decreased ability to absorb the humidity, which is important in mercerized yarns.
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